Luxium

[ns BHyTPeHHUX pa6oT CTeHbl M NOTONKMU YcuneHHble Kpacku
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KPacka A9 cmeH U NOMOAKOD

TexHU4Yeckue gaHHble

CeazytoLlee

CononumepHasa grucnepcus

PazbaButens

Bopa

Paboune MHCTPYMEHTbI

KncTb, Banuk, pacnbinmnTenb

Cyxoit ocTaTtok (Macc)

~ 56 %

[1noTHOCTL

=1,484 «kr/n (6aza BW)
~1,261 kr/n (6aza BC)

Bpewmsi 0o HaHeceHus 1 4ac
crnenyLLero cnos

Bpems nonHoro BbickixaHus 2-4 vyaca
MOKPbITAS

Pacxon Ha oguH cnow Jo 14 m?/n
basbl BW, BC

CpoK 1 ycnoswus xpaHeHust

4 rofa Npv Temnepartype ot
+5 °C po +30 °C B HEBCKPbLITOW
3aBOJCKOW yNakoBke

Yxon 3a okpalleHHOom
NMOBEPXHOCTHIO

YHepes mecsu nocne
OKpaLLUMBaHWsA NOBEPXHOCTb
YCTON4YMBA K MbITbtO C
1CNOMb30BaHMEM MSAMKIX
MOOLLIMX CPEACTB (pacTBop
Mblna, rens ansa aywa mnm
MbITbS MOCYAbI, LUAMMYHS),
BO3MOXXHO HebonbLLIoe
1N3MeHeHNe Bnecka NoKPbITUS.
He ocTtaBnante NnoBepxHOCTb
MOKPOW4 MOCne O4NUCTKM.

CteneHb 6necka

Gardner 60°

Ji

READY
TO SPRAY

Knacc ycToi4mMBoCTM K MOKpOMY TpeHuto, ISO 11998; DIN EN 13300

l

| Il
max

YnakoBka

32

B
&
&

1] IV Vmin

[

ny6okomaTtoBasi Kpacka
ANl CTEH M NMOTOJIKOB

Kpacku BINDO — 370 BblCOKUIA MPotheccnoHasbHbIN YpOBEHb
OTAESIKU: Ka4eCTBO, YAO6CTBO MU CKOPOCTb. YBENM4eHHoe
cofepxxaHve 6enoro NMrMeHTa NoBbILIAET YKPbIBUCTOCTb U
COKpaLLlaeT pacxog.

3eneHbivi 3Hak Fresh Air rapaHTupyeTt cogep>xaHune netyymx
opraHu4eckux coegvHeHu B 3 1 6ornee pas H1Xe, Yem
eBponenckue HopmaTtuebl (EBpoanpekTnea 2004/42/EC).

* NpeanbHa ans NnomMeLleHn ¢ yMepeHHOM
Harpy3kKou

e O6pasyeT aHTUONMKOBOE MOKPbITHE
e [lerkoe HaHeceHVe 6e3 OPbI3r 1 MOTEKOB

° MuHMManbHOE BPEMS CYLLK MeXay CIOSMU —
1 yac

OnucaHune

my6okomaToBast BOAHO-AUCNEPCMOHHAs Kpacka ans
BbICOKOKAY€CTBEHHOM OTAENKW CTEH 1 NMOTOSIKOB B NMOMELLIEHNAX
CO CTaHAApPTHOM Harpy3KoW, TakMxX Kak cnanbHu, roCTUHbIE,
OeTckue, KabuHeTbl. AHTUONMKOBOE NOKPLITUE OTIINYHO
MackmpyeT Menkme AedeKTbl MOBEPXHOCTU. TUKCOTponHas:
HaHocuTcs 6e3 6PbI3r 1 MOTEKOB, NErko pas3paBHMBaETCH; C
HerTpanbHbIM 3anaxom.

O6nactb NpUMeHeHuns

[1ns oKpacky CTEH 1 MOTONKOB B MOMELLIEHNAX C YMEPEHHOWN
BMaXKHOCTbLIO U YMEPEHHOW 3KCMyaTauMOHHOM Harpy3Kom.
HaHocuTe Ha MONHOCTLIO NPOCOXLUME U FafKkue MUHepasb-
Hble MOBEPXHOCTN (6ETOH, WTyKaTypKa, KUpnn4 1 T.M.), runco-
KapTOoH, 060K NoA NOKPacky, AepeBsiHHble NoBepxHOoCTK, [OBIT.
3asABneHHble CBOMCTBA KPaCKM 3aBUCAT OT BbIOPAHHOMO TMna
000€B.

PekomeHpoBaHa Ans NPUMMEHEHUs B AeTCKUX U
nevye6HO-NPOPUNAKTUYECKUX YUPEXAEHUSX.

Oco6eHHOCTU NPUMEHEHUS

Mepen NprMeHeHneM TLaTeNbLHO NepemeluaiTe. [ns
yKpenneHns 6a3oBoit MOBEPXHOCTM, MOBbLILLEHNS aare3nn u
YMEHbLLEHMA pacxofa KpacKku 3arpyHTyTe NOArOTOBIEHHY!IO
NMOBEPXHOCTb KOHLIEHTPMPOBaHHOW rpyHTOBKOM Luxium (Dulux)
Bindo Base vnv rpyHToBkoit Luxium Bindo Primer. Kpacky
PEKOMEHOYETCH HAHOCUTL B 2 CNOst MPW TemnepaType Bo3ayxa u
nosepxHocTh +5...+30 °C 1 BnaxxHocTu Bo3ayxa oT 40 go 80%.

Pas6aBneHue
[Mpu HeobxoammocTu He 6onee 1 YacTu Bofdkl Ha 10 YacTel
Kpacku.

PacnbineHue

O6bI4HOEe pacnbineHue: pasbaBnTb B COOTHOLLEHUM He Bonee 1
4acTu Bofbl Ha 5 YacTelt Kpacky — NoaxoauT Ans 6onbLUMHCTBA
obopynoBaHvsa. beasoaayLuHoe pacrbineHue: pasdaBneHne Bo-
[0W He TpebyeTcs. [Mpu HeobxoammocTn gobasuTb A0 10% BoAb.
PekomeHayemoe pabo4yee nasneHvie ot 100 go 150 6ap, yron
pacnbina dakena 30-50°, anameTtp conna 0,012-0,017 grorma.
[ononHUTeNbHO 03HAKOMBTECH C PeKOMEeHJaUMAMN Ha canTe
NPOVI3BOANTENS OKPACOYHOro 060pyaoBaHNS.




