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YHWKanbHble KOMMOHEHTb!

BockoBasi po6aBka

CeagytolLiee

CononumepHas aucnepcus

PazbaButenb

Bopa

Paboune MHCTPYMEHTbI

KneTb, Banuk, pacnbinnTenb

Cyxon octarok (macc)

~60%

[1noTHOCTb

~1,347 kr/n (6aza BW)
=1,261 kr/n (6a3a BC)

Bpemst no HaHeceHus 2 vaca
cneayoLLero crnos

Bpems nonHoro BbiCbixaHus 4 yaca
NOKPbITNA

Pacxopn Ha oguH cnown [o 12 m?/n
basebl BW, BC

CpOK 1 yCNnoBUS XpaHeHus

4 ropanput® ot +5 °C go +30 °C
B HEBCKPbITOM 3aBOJICKOM
ynaKkoBke

Yxon 3a oKpalleHHOM
NOBEPXHOCTHIO

Yepes MecsL, nocne okpatum-
BaHWS MOBEPXHOCTb YCTOMYN-
Ba K MbITblO CO CpeAcTBamu

ObITOBOW XMW 1 aBpa3mBHbI-

MU MaTepmranamm (NopoLLIKo-
obpasHble BellecTBa),
BO3MOXHO HeborbLLoe

N3MeHeHne bnecka NoKPbITUS.

He ocTaBnanTe NoBEPXHOCTb
MOKPOW MOCE OYNCTKMN.

CrteneHb 6necka
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Gardner 60°

Knacc ycTtonumBocTu K Mokpomy TpeHuto, ISO 11998; DIN EN 13300

|

;
()

YnakoBka

38

]

0

READY
TO SPRAY

11l v Vv

YnbTpacTonkass matoBas
Kpacka asns CTeH
U NMOTOJNIKOB

* Co3paet «AdhdpeKT notoca» Ha NOBEPXHOCTU
— OTTanKuBaeT Bnary u 3awuwiaeT oT NiTeH

e Jlerko ounilaeTcst OT ObITOBbIX 3ArpA3HEHU

e ObpasyeT NOBEPXHOCTb, YCTONYMBYIO
K LapanvHam 1 ygapam

OnucaHune

YnbTpacTonkasa naTekCcHasa kpacka Ha BOOHOW OCHOBE ycuneHa
BOCKOM, KOTOPbIN 3alLmLLaeT NOBEPXHOCTL OT rPasn 1 BRaru.
Oco60 NPOYHOE MOKPbITME NErKO MOETCS OT 3arpA3HEHUN

C MCMNOMNb30BaHNEM YUCTALLMX CPEACTB. He nmeet peskoro
3anaxa, o6nagaeT OT/IMYHOM YKPbIBUCTOCTbIO, 3KOHOMUYHO
pacxofyeTcs, Nerko HaHocuTcsa 6e3 pa3bpbIi3rnBaHns

1 NOTEKOB.

VickntountensbHo naHococTokme kpackn Luxium Ultra Resist
c texHonoruvei Ultra Resist — 510 7-kpaTHbIii 3anac NpoYHOCTY
NOKPbLITUA BaLLIMX CTEH™

O6nacTb NpMMeHeHuUs

[nsa BHyTpeHHUx paboT. 1ogxoauT Ans HaHeCeHMs Ha NofHo-
CTbIO MPOCOXLLME MUHEPasbHbIE MOBEPXHOCTM (OETOH, LUTyKa-
TYPKY, KMPMNKY), rMncokapToH, 060u nofd nokpacky. PekomeH-
OyeTcs AN NOMeLLeHUM C YMEPEHHOM BNaXKHOCTLIO 1 BbICOKOM
9KCMNyaTaunoOHHOM Harpy3Kkom, Takmx kak opuChl, KOPUAOPbI,
NPUXOXKMNE, PECTOPaHbI, OTENW, MPUEMHbIE, MEAYHPEXAEHS.
PekomeHpoBaHa Ans NpUMMEHEHUs B AETCKUX U NIe4e6HO-
npothnNaKTU4ECKNX yupexxaeHusXx.

Oco6eHHOCTU NPUMEHEeHUs

[Nepen nprvmMeHeHvem TulatensHo nepemeluante. Onq
yKpenneHns 6a3oBoi NOBEPXHOCTW, MOBbLILLEHNS aare3nn u
YMEHbLLUEHNS pacxoa Kpacku 3arpyHTynTe NOAroTOBAEHHYO
NOBEPXHOCTb KOHLIEHTPUPOBaHHOM rpyHTOBKOM Luxium (Dulux)
Bindo Base vinu rpyHtoskor Luxium Bindo Primer. Kpacky
PEKOMEHLYeTCH HaHOCUTL B 2 COs MPU TeMnepaType Bo3ayxa u
noeepxHoct +5...+30 °C 1 BnaxxHocTn Bo3ayxa oT 40 no 80%.

Pas6aBneHue

[na nepBoro (rpyHTOBOYHOMO) cos pa3baBuTe B COOTHOLLEHNM
He 6onee 1 4acTn Bodbl Ha 10 YacTten kpacku. Ons cneaytoLe-
ro cnosi pasbasneHve He TpebyeTcs.

O6bl4HOEe pacnbineHne: pa3basnTb B COOTHOLLIEHNM He Bonee

1 4acT Bofabl Ha 5 YacTei Kpacku — NoaxoauT Ans 60nbLUMHCTBA
obopynoBaHvd. beasoaayLLHoe pacnbinerve: pa3baBneHre Bo-
0V He TpebyeTcs. [Npu HeobxoammocTn fobasnTb 4o 10% BOAbI.
PekomeHnayemoe pabo4yee aasneHre ot 100 go 150 6ap, yron
pacnbina dakena 30-50°, anameTtp conna 0,012-0,017 grorma.
[ononH1TENbHO 03HAKOMBTECH C PEKOMEHAAUMSMM Ha cainTe
NPOVI3BOANTENHA OKPACO4YHOro 060pyAOBaHNS.

* B 7 pa3 Npo4Hee No CPaBHEHUIO C 0ObIYHbIMI BOAHO-ANCMEPCUOHHBIMU UHTEPLEPHbLIMM
kpackamu Luxium.




